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The European Technical Assessment is issued by the Technical Assessment Body in its official language.
Translations of this European Technical Assessment in other languages shall fully correspond to the
original issued document and shall be identified as such.

Communication of this European Technical Assessment, including transmission by electronic means, shall
be in full. However, partial reproduction may only be made with the written consent of the issuing Technical
Assessment Body. Any partial reproduction shall be identified as such.

This European Technical Assessment may be withdrawn by the issuing Technical Assessment Body, in
particular pursuant to information by the Commission in accordance with Article 25(3) of Regulation
(EU) No 305/2011.
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Specific Part
1 Technical description of the product

The "Chemofast Injection system UM-H for concrete" is a bonded anchor consisting of a cartridge
with Chemofast injection mortar UM-H and a steel element according to Annex A 3 to A 5.

The steel element is placed into a drilled hole filled with injection mortar and is anchored via the
bond between metal part, injection mortar and concrete.

The product description is given in Annex A.

2 Specification of the intended use in accordance with the applicable European Assessment
Document

The performances given in Section 3 are only valid if the anchor is used in compliance with the
specifications and conditions given in Annex B.

The verifications and assessment methods on which this European Technical Assessment is
based lead to the assumption of a working life according to Annex B2, use conditions. The
indications given on the working life cannot be interpreted as a guarantee given by the producer,
but are to be regarded only as a means for choosing the right products in relation to the expected
economically reasonable working life of the works.

3 Performance of the product and references to the methods used for its assessment
31 Mechanical resistance and stability (BWR 1)
Essential characteristic Performance
Characteristic resistance to tension load (static and See AnnexC1toC4,C6toC 7,
quasi-static loading) C9t0C10,B3
Characteristic resistance to shear load (static and See Annex
quasi-static loading) C1,C5,C8,C11
Dlspllacements under short-term and long-term See Annex C 12 to C 14
loading
Ch_ara.ctenst|c resistance and_dlsplacements for See Annex C 15 to C 23
seismic performance categories C1 and C2

3.2 Safety in case of fire (BWR 2)

Essential characteristic Performance

Reaction to fire Class A1

Resistance to fire See Annex C 24 to C 26
3.3 Hygiene, health and the environment (BWR 3)

Essential characteristic Performance

Content, emission and/or release of dangerous

No performance assessed
substances

2222852.25 8.06.01-442/25
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4 Assessment and verification of constancy of performance (AVCP) system applied, with
reference to its legal base

In accordance with EAD 330499-02-0601-v01 the applicable European legal act is: [96/582/EC].
The system to be applied is: 1

5 Technical details necessary for the implementation of the AVCP system, as provided for
in the applicable European Assessment Document

Technical details necessary for the implementation of the AVCP system are laid down in the
control plan deposited at Deutsches Institut flir Bautechnik.

Issued in Berlin on 10 November 2025 by Deutsches Institut fiir Bautechnik

Dipl.-Ing. Beatrix Wittstock beglaubigt:
Head of Section Stiller
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prepositioned installation or

Installation threaded rod M8 up to M30

push through installation (annular gap filled with mortar)
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tix = thickness of fixture
hef = effective embedment depth
Pmin = minum thickness of member

Installation internal threaded anchor rod IG-M6 up to IG-M20
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d

drill hole depth

thread engagement length

Chemofast Injection system UM-H for concrete

Product description
Installed condition

Annex A 1
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Cartridge system
Coaxial Cartridge: |mprint:
150 ml, 280 ml, 300 ml up to 333 UM-H
ml and 380 ml up to 420 ml | | Processing and safety instructions, shelf life, charge

number, manufacturer's information, quantity information

Side-by-Side Cartridge:
235 ml, 345 ml up to 360 ml
and 825 ml -

Imprint:

UM-H

Processing and safety instructions, shelf life, charge
number, manufacturer's information, quantity information

Static mixer PM-19E

P

Piston plug VS and mixer extension VL

o |

Chemofast Injection system UM-H for concrete

Product description Annex A 2
Injection system
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Threaded rod M8 up to M30 with washer and hexagon nut

Mark of the embedment depth

] '
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| o (1) (Ga) (2)
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{
yd - ( -
\ ) )

Commercial standard rod with:

- Materials, dimensions and mechanical properties acc. to Table A1

- Inspection certificate 3.1 acc. to EN 10204:2004. The document shall be stored.

- Marking of embedment depth

For hot dip galvanized elements, the requirements with regards to the combination of nuts and rods according to
EN ISO 10684:2004+AC:2009 Annex F shall be considered.

Internal threaded rod IG-M6 to 1G-M20

Threaded rod or screw Producer marking %:D
A —— 14
= — - )
5 ‘ T ' ‘ ©
|
T l g

Producer marking: e.g. M8 <> )
l Marking Internal thread

O Mark () , //

M8 Thread size (Internal thread)
A4 additional mark for stainless steel
HCR  additional mark for high-corrosion resistance steel

Filling washer VFS Mixer reduction nozzle MR

Chemofast Injection system UM-H for concrete

Product description Annex A 3

Threaded rod; Internal threaded rod
Filling washer; Mixer reduction nozzle

Z7222817.25 8.06.01-442/25
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Table A1:

Materials

Part| Designation

| Material

Steel, zinc plated (Steel acc. to EN ISO 683-4:2018 or EN 10263:2017)

- zinc plated 25
- hot-dip galvanised

- sherardized

pm

acc. to EN ISO 4042:2022 or
240 ym acc. to EN ISO 1461:2022 and EN ISO 10684:2004+AC:2009 or
=45 pum acc. to EN ISO 17668:2016

1 Threaded rod

2 Hexagon nut

Property class Characteristic steel Characteristic steel Elongation at
perty ultimate tensile strength | yield strength fracture
4.6 | fyk = 400 N/mm? fyk= 240 N/mm? Ag > 8%
4.8 |fyk = 400 N/mm? fyk= 320 N/mm? Ag > 8%
acc. to = 2 = 2 0
6 |fi k=500 N/mm fyk = 300 N/'mm Ac > 8%
EN ISO 898-1:2013 uk yk 5777
5.8 | fyk = 500 N/mm? fyk= 400 N/mm? Ag > 8%
8.8 | fuk = 800 N/mm? fyk= 640 N/mm? As = 12% 3)
¢ 4 |for anchorrod class 4.6 or 4.8
acc. 1o 5 |for anchorrod class 5.6 or 5.8

EN ISO 898-2:2022

for anchor rod class 8.8

Steel, zinc plated, hot-dip galvanised or sherardized

3a |Washer (e.g.: EN ISO 887:2006, EN ISO 7089:2000, EN 1SO 7093:2000 or EN ISO 7094:2000)
3b | Filling washer Steel, zinc plated, hot-dip galvanised or sherardized
Property class Ch_aracteristig steel Qharacteristic steel Elongation at
Internal threaded ultimate tensile strength |yield strength fracture
4 |anchor rod acc. to 5.8 | fx = 500 N/mm* fyx = 400 N/mm? As > 8%
EN ISO 898-1:2013 g g |f, =800 N/mm? f k= 640 N/mm? Ag > 8%

Stainless steel A2 (Mater
Stainless steel A4 (Mater

ial 1.4301/1.4307 / 1.4311/1.4567 or 1.4541, acc. to EN 10088-1:2023)
ial 1.4401/1.4404 /1.4571/1.4362 or 1.4578, acc. to EN 10088-1:2023)
High corrosion resistance steel (Material 1.4529 or 1.4565, acc. to EN 10088-1:2023)

1 Threaded rod 1%

Property class

Characteristic steel

Characteristic steel

Elongation at

ultimate tensile strength |yield strength fracture
50 |f k=500 N/mm? fy =210 N/mm? Ag = 8%
acc. to f .= 700 N/mm? f, = 450 N/mm? As=12% )
EN ISO 3506-1:2020 'O | Uk vk 5 °%
80 |f,k =800 N/mm? fyx = 600 N/mm? Ag 2 12% 3)

2 |Hexagon nut N4

50

for anchor rod class 50

acc. to 70

for anchor rod class 70

EN ISO 3506-1:2020
510) 80

for anchor rod class 80

A2: Material 1.4301 /1.4307 / 1.4311/1.4567 or 1.4541, acc. to EN 10088-1:2023
A4: Material 1.4401 / 1.4404 / 1.4571/1.4362 or 1.4578, acc. to EN 10088-1:2023

3a | Washer HCR: Material 1.4529 or 1.4565, acc. to EN 10088-1:2023
(e.g.: EN ISO 887:2006, EN ISO 7089:2000, EN 1SO 7093:2000 or EN I1SO 7094:2000)
3b | Filling washer Stainless steel A4, High corrosion resistance steel
Characteristic steel Characteristic steel Elongation at
Internal threaded Property class ultimate tensile strength | yield strength fracture
4 anchor rod 12 acc. to 50 |fuk =900 N/mm? fyk= 210 N/mm? Ag > 8%
EN ISO 3506-1:2020 70 |f,, = 700 N/mm? fy = 450 N/mm? As > 8%
1) Property class 70 or 80 for anchor rods and hexagon nuts up to M24 and Internal threaded anchor rods up to IG-M16
2) for IG-M20 only property class 50
3) A5 > 8% fracture elongation if no use for seismic performance category C2
4) Property class 80 only for stainless steel A4 and HCR
Chemofast Injection system UM-H for concrete
Annex A 4

Product description

Materials threaded rod and internal threaded red

Z7222817.25
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Reinforcing bar: 28 up to 232

1|

MMMMMMWJM@

Minimum value of related rip area fg ., according to EN 1992-1-1:2004+AC:2010
Rib height of the bar shall be in the range 0,05d < h;, < 0,07d
(d: Nominal diameter of the bar; h;,: Rib height of the bar)

Table A2: Materials Reinforcing bar
Partl Designation | Material
Rebar

Bars and rebars from ring class B or C

Reinforcing steel according to f., and k according to NDP or NC| according to EN 1992-1-1/NA

EN 1992 11:2004+AC:2010, Annex C | X" _\ ©
uk ™ 'tk T ™ lyk

Chemofast Injection system UM-H for concrete

Product description Annex A 5
Materials reinforcing bar
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Specification of the intended use

Fasteners subject to (Static and quasi-static loads):

Working life 50 years
in concrete C20/25 to C90/105

Working life 100 years
in concrete C20/25 to C90/105

Base material uncracked cracked uncracked cracked
concrete concrete concrete concrete
HD: Hammer drilling M8 to M30 M8 to M30
HDB: Hgmmer dnlhng _ @8 to @32, @8 to @32,
with hollow drill bit IG-M6 to 1G-M20 IG-M6 to IG-M20
CD: Compressed air drilling

Temperature Range:

I: -40°C to +40°C"
Il -40°C to +80°C?
ll: -40°C to +120°C%®
IV: -40°C to +160°C%

[: -40°C to +40°C"
I: -40°C to +80°C?

Fasteners subject to (seismic action):

Performance Category C1

Performance Category C2

Base material

Cracked and uncracked concrete C20/25 to C50/60

HD:
HDB:

CD:

Hammer drilling
Hammer drilling

with hollow drill bit
Compressed air drilling

M8 to M30,
@8 to @32

M12 to M24

Temperature Range:

I: -40°C to +40°C"Y
II. -40°C to +80°C2
ll: -40°C to +120°C®9
IV: -40°C to +160 °C49d

I: -40°C to +40°C"Y
II: -40°C to +80°C2
Il: -40°C to +120°C¥9
IV: -40°C to +160° C49%

Fasteners subject to (Fire exposure):

Base material

uncracked and cracked concrete C20/25 to C50/60

HD:
HDB:

CD:

Hammer drilling
Hammer drilling

with hollow drill bit
Compressed air drilling

M8 to M30,
@8 to @32,
IG-M6 to IG-M20

Temperature Range:

I -40°C to +40°C"
Il: -40°C to +80°C?
Il: -40°C to +120°C¥
IV: -40°C to +160 °C%

1) (max. long-term temperature +24°C and max. short-term temperature +40°C)

2) (max. long-term temperature +50°C and max. short-term temperature +80°C)
3) (max. long-term temperature +72°C and max. short-term temperature +120°C)
4) (max. long-term temperature +100°C and max. short-term temperature +160°C)
5) Only for working life of 50 years

Chemofast Injection system UM-H for concrete

Intended use
Specifications

Annex B 1

Z7222817.25
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Base materials:

- Compacted, reinforced or unreinforced normal weight concrete without fibres according to
EN 206:2013 + A2:2021.
- Strength classes C20/25 to C90/105 according to EN 206:2013 + A2:2021.

Use conditions (Environmental conditions):

For working life for at least 50 and / or 100 years

- Structures subject to dry internal conditions (all materials).

- For all other conditions according to EN 1993-1-4:2006 + A1:2015 corresponding to corrosion resistance class:
¢ Stainless steel Stahl A2 according to Annex A 4, Table A1: CRC Il
e Stainless steel Stahl A4 according to Annex A 4, Table A1: CRC IlI
« High corrosion resistance steel HCR according to Annex A 4, Table A1: CRC V

For variable working life

- Structures subject to internal and external conditions: Classification of atmospheric corrosivity, determination

and estimation C1-CX according to EN ISO 9223:2012-02 Table C.1 for a variable working life according to
Table B1.

¢ Carbon steel, hot dip galvanized according to EN ISO 10684:2004 + AC:2009 with mean thickness = 50 um

Table B1: Variable working life

Corrosivity category’ Corrosivity Working life (years)
C1 Very low 50
C2 Low 50
C3 Medium 25
Cc4 High 12,5
C5 Very High 5
CX Extreme 2

1) Corrosivity categories according to EN ISO 9233:2012-02, Table C.1

Design:

- Verifiable calculation notes and drawings are prepared taking account of the loads to be anchored.
The position of the fastener is indicated on the design drawings (e. g. position of the fastener relative to
reinforcement or to supports, etc.).

- Fasteners are designed under the responsibility of an engineer experienced in fasteners and concrete work.

- The fasteners are designed in accordance to EN 1992-4:2018 and Technical Report TR 055,
Edition February 2018

- The fasteners under fire exposure are designed in accordance to Technical Report TR 082, Edition June
2023.

Installation:

- Dry, wet concrete or flooded bore holes (not sea-water).

- Hole drilling by hammer (HD), hollow (HDB) or compressed air (CD).

- Overhead installation allowed.

- Fastener installation carried out by appropriately qualified personnel and under the supervision of the person
responsible for technical matters of the site.

- Installationtemperature in concrete:
-5°C up to +40°C for the standard variation of temperature after installation.

Chemofast Injection system UM-H for concrete

Intended use Annex B 2
Specifications (Continued)
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Table B2: Installation parameters for threaded rod
Threaded rod M8 M10 | M12 | M16 | M20 | M24 | M27 | M30
Diameter of element d=dyom| [mm] 8 10 12 16 20 24 27 30
Nominal drill hole diameter do| [mm] 10 12 14 18 22 28 30 35
Effective embedment depth hef‘min [mm] 60 60 70 80 90 9 108 120
P et max| [mm] 160 | 200 | 240 | 320 | 400 | 480 | 540 | 600
Diameter of Prepositioned installation dg<| [mm] 9 12 14 18 22 26 30 33
clearance hole in - -
the fixture” Push through installation d¢| [mm] 12 14 16 20 24 30 33 40
Maximum installation torque max Tingt| [Nm] 10 20 402 60 100 170 250 300
hes + 30 mm
Minimum thickness of member N mm ef hes + 2do
nimum i min|  [Mm] =100 mm ef
Minimum spacing Smin| [mm] 40 50 60 75 95 115 125 140
Minimum edge distance Cmin| [mm] 35 40 45 50 60 65 75 80
1) For application under seismic loading the diameter of clearance hole in the fixture shall be at maximum d1 + 1mm or
alternatively the annular gap between fixture and threaded rod shall be filled force-fit with mortar.
2) Maximum installation toraue for M12 with steel Grade 4.6 is 35 Nm
Table B3: Installation parameters for reinforcing bar
Reinforcing bar @8" |@10"|@12"| 14 | @16 | @20 (@ 24" |3 25" | @28 | @32
Diameter of element d=d;om|[mm] 8 10 12 14 16 20 24 25 28 32
Nominal drill hole diameter do|[mm]|10[12|12|14]14]16] 18 | 20 | 25 [30[32[30[32] 35 | 40
) Nef min| [Mm]| 60 60 70 75 80 90 96 100 | 112 | 128
Effective embedment depth .
Pef max | [mm] | 160 | 200 | 240 | 280 | 320 | 400 | 480 | 500 | 560 | 640
hgs + 30 mm =
ini i h . ef h¢ + 2d
Minimum thickness of member min | [mm] 100 mm ef 0
Minimum spacing Smin | [mm] | 40 50 60 70 75 95 120 | 120 | 130 | 150
Minimum edge distance Cmin| [mm]| 35 40 45 50 50 60 70 70 75 85
1) both nominal drill hole diameter can be used
Table B4: Installation parameters for Internal threaded anchor rod
Internal threaded anchor rod IG-M6 1G-M8 IG-M10 | IG-M12 | IG-M16 | I1G-M20
Internal diameter of anchor rod ds| [mm] 6 8 10 12 16 20
Outer diameter of anchor rod" d=d,om| [mm] 10 12 16 20 24 30
Nominal drill hole diameter dg| [mm] 12 14 18 22 28 35
h .
. f min| [mm] 60 70 80 90 96 120
Effective embedment depth =
P Net max| [mm] 200 240 320 400 480 600
Diameter of clearance
de <
hole in the fixture £=| [mm] / 9 12 14 18 22
Maximum installation torque max Tinet| [Nm] 10 10 20 40 60 100
Thread engagement length | mm) | 820 820 | 10/25 | 1230 | 1632 | 20/40
hgs + 30 mm
ini i h . ef hes + 2d
Minimum thickness of member min | [Mm] > 100 mm ef 0
Minimum spacing min| [Mm] 50 60 75 95 115 140
Minimum edge distance min| [Mm] 40 45 50 60 65 80
1) With metric threads
Chemofast Injection system UM-H for concrete
Intended use Annex B 3

Installation parameters

Z7222817.25
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Table B5: Parameter cleaning and installation tools
[ — \J
] [
& &
— \ \J &
— \ ‘
Re- Internal dg d dy min . s
Threaded | jtorcing | threaded |ovin k- o % | min. | Fiston Instalation direction and use
bar  |anchor rod|Hp, HDB, cp| STUsSh - Brush - &
[mm] [mm] [mm] [mm] [mm] [mm] ‘ # t
M8 8 10 RB10 | 11,5 10,5
M10 8/10 IG-M6 12 RB12 | 13,5 125 No olud reauired
M12 10712 IG-M8 14 RB14 | 155| 145 plug requi
12 16 RB16 | 17,5 16,5
M16 14 IG-M10 18 RB18 | 20,0 18,5 VS18
16 20 RB20 | 22,0 20,5 VS20
M20 IG-M12 22 RB22 | 24,0 225 VS22
20 25 RB25 | 27,0 255 VS25
h(-)f> h(-)f>
M24 IG-M16 28 RB28 | 30,0 28,5 vs2s | ¢ 050 all
M27 24/ 25 30 RB30|31,8| 305 VS30 mm mm
24125 32 RB32 | 34,0 32,5 VS32
M30 28 IG-M20 35 RB35 | 37,0 35,5 VS35
32 40 RB40 | 43,5 40,5 VS40

Cleaning and installation tools

HDB - Hollow drill bit system
The hollow drill system consists of Heller Duster Expert
——. ‘E: —— Hohlbohrer or a hollow drill bit with equivalent performance

and a class M vacuum cleaner with a minimum negative
pressure of 253 hPa and a flow rate of minimum 150 m3/h

(42 Ifs).
Hand pump Compressed air tool
(Volume 750 ml, hy = 10 d_, d;< 20mm) (min 6 bar)

o

/;.-‘ S

Brush RB Piston Plug VS

Chemofast Injection system UM-H for concrete

Intended use Annex B4
Cleaning and setting tools
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Table B6: Working time and curing time

Temperature in base material Maximum working time Minimum curing time )
T twc;rk tc:ure
-5°C to -1°C 50 min 5h
0°C to +4°C 25 min 35h
+5°C to +9°C 15 min 2h
+10°C to +14°C 10 min 1h
+15°C to +19°C 6 min 40 min
+20°C to +29°C 3 min 30 min
+30°C to +40°C 2 min 30 min
Cartridge temperature +5°C to +40°C

1) The minimum curing time is only valid for dry base material.
In wet base material the curing time must be doubled.

Chemofast Injection system UM-H for concrete

Intended use
Working time and curing time

Annex B 5
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